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ABSTRACT

An investigation was conducted to study the effect of explosive

shock loading on the microstructure and mechanical properties of sub-

sequently aged Udimet 700 nickel-1.ase superalloy. Such shock therrno-

mechanical processing (TMP) has .;u ,o t•.ý'rmed shock..aging. The
results of shock TMP, conmentional TMP by cold rclling, and thermal

processing alone, were compared. Udimet 700 sh-et was subjected

to a planar plastic shock wave, or rolled to a strain eauivalent to the

transient shock strain, in each of three initial conditions: solution

treated, y' aged, or carbide aged. The highest shock pressure examined

was 527 kbar, with a corresponding reduction in thickness by rolling
of 19. 1%. Substantial improvements in strength at room temperature

and 1200*F were effected by both conventional and shock TMP. How-
ever, the former (19. 1% reduction) lowered tensile ductility at

1200*F whereas it was shown that shock-aging (527 kbar pressure)

c-uld lead to ductility increases of 200 to 400% depending on the heat
treatment parameters. Shock TMP produced increases in stress.-

rupture life at 1200*F as high as 50-fold. A number of microstructural

differences, and small dimensional changes (2% at 527 kbar) also

favored shock TMP over conventional TMP. About 50% of the observed

TMP strengthening was ascý'Ibed tentatively to substructure hardening
the remainder was postulated to be due to a fine matrix MZ3C 6 precipitate

nucleated at dislocations.

t



iii

TABLE OF CONTENTS

Page

ABSTRACT . i.

LIST OF TABLES. ...................... iv

LIST OF FIGURES vi

1. INTRODUCTION........................

2. THERMOMECHANICAL PROCESSING...........3

3. CHARACTERISTICS OF SHOCK-WAVE

DEFORMATION.......................5

4. EXPERIMENTAL DETAILS ................. 7

4.1 Material and Heat Treatment....... 7
4.2 Thermrnomechanical Processing Schedules . . 8
4.3 Shock-Loading Parameters ............. J 0
4.4 Shock-Wave Relations for Udimet 700..... 18

4. 5 Determination of Strains . .............. 20
4.6 Testing Procedures .................. 22

5. RESULTS AND DISCUSSION. ................ 24

5.1 Hardness...................... . 24

5.2 Microstructure. .................... 32
5.3 Elevated-Temperature Tensile Properties. 36

5.4 Stress-Rupture Behavior . .............. 47

6. SUMMARY AND CONCLUSIONS............. 50

7. AREAS FOR FURTHER STUDY. .............. 53

ACKNOWLEDGMENTS ................... 53

REFERENCES........................ 54

, .1



iii

TABLE OF CONTENTS

Page

ABSTRACT. ..... . . ii......

LIST OF TABLES. ..................... iv

LIST OF FIGURES ...................... vi

I INTRODUCTION............. 1

2. THERMOMECHANICAL PROCESSING..........3

3. CHARACTERISTICS OF SHOCK-WAVE

DEFORMATION ....................... 5

4. EXPERIMENTAL DETAILS....... . . . 7

4.1 Material and Heat Treatment. ...... 7
4.2 Thermomechanical Processing Schedules 8

4. 3 Shock-Loading Parametc'r. ..... ...... 10
4.4 Shock-Wave Relations for Udimet 700 . . . 18
4.5 Determination of Strtns . ........ ...... 20

4.6 Testing Procedures.......... 2,

5. RESULTS AND DISCUSSION.. ...... . ... 4

5.1 Hardness... ... . . .... 24
5.2 Microstructure. . .................. 32
5. 3 Elevated-Temperature Tensile Properties. 36

5.4 Stress-Rupture Behavior . .............. 47

6. SUMMARY AND CONCLUSIONS. . ............ 50

7. AREAS FOR FURTHER STUDY. ............. 53

ACKNOWLEDGMENTS . . . . . 53

REFERENCES. . 54

I|



IV<

1iv

LIST OF TABLES

Table No. Page

1. Thermomechanical Processing Schedule for

Udimet 700............ . 10

2. Shock-Loading Parameters ............... 14

3. Effect of Shock Loading on Hardness of AVCO
PM-101 Nickel-Base Alloy ............... 16

4. Determination of Constants C and S in the Relation

Between Shock Velocity and Particle Velocity for

Stellite Udimet 700 Sheet. ............. . 18

5. Values of C and S for Udimet 700 ........... 109

6. Transient and Residual Sholk Strains and

Equivalent Rolling Reductions ............. 22

7. Hardness Data (Rc) for Udimet 700 Deformed in
Solution Treated Condition (History A). . . . . 25

8. Hardness Data (Rc) for Udimet 700 Deformed in

ST + -y' Condition (History B) .............. . 5

9. Hardness Data (Rc) for Udimet 700 Deformed in
ST + y' + C Condition (History C) ........... 26

1 0. Percentage Change in Hardness (Rc) of Udimet 700
Due to Shock or Conventional TMP . .......... 27

11. Percentage Change in Hardness (Rc) of Udimet 700
Due to Shock or Conventional TMP Relative to

Full Heat Trcatment (STA)...... 27

12. Tensile Properties of Udimet 700 at 1200"F

Following Thermal Processing (STA), Con-
ventional TMP (19. 1% Reduction), and Shock TMP

(527 kbar). Mean Values are Underlined . 38

341



LIST CF TABLES (Concluded)

Table No. Page

13. Percentage Change in 1200"F Tensile Properties
of Udimet 700 Due to Shock or Conventional TMP

Relative to Full Heat Treatment. . .... ...... 41

14. Tensile Propeities of Udimet 700 at 1200*F
Following Thermal Processing (MSTA), Con-
ventional TMP (19. 1% Reduction), and Shock TMP

(527 kbar). Modified Heat Treatment. Mean

Values are Underlined . ................ 45

15. Percentage Change in 1200°F Tensile Properties
of Udimet 700 Due to Shock or Conventional TMP
Relative to Full Modified Heat Treatment . . . . 46

16. Stress-Rupture Properties of Udimet 700 at 1200°F

and 120, 000 psi Following Thermal Processing
(STA), Conventional TMP (19. 1% Reduction), and

Shock TMP (527 kbar). . ................ 47



v!

LIST OF FIGURES

Figure No. Page

1. Microstructure of Fully Heat Treated Stellite
Udi:net 700 Sheet. (a) Optical; 800X.

(b) Surface Replica.. ........ . 9

Z. Shock-Loading Assembly ................ .11

3. Specimen Assembly: Rectangular Plate

Geometry . ....................... 13

4. Shock Assembly in Position for Detonation 15

5. Specimen Assembly: Pancake Geometry. 17

6. Hugoniot Curves for Nickel and Udimet 700 . 21

7. Shock-Hardening Curves for Several Nickel-Base

Alloys .................... . 28

8. Comparison of Hardness (Rc) of Udimet 700

Following Thermal Processing, Conventional
TMP by Rolling (19. 1% Reduction), and Shock

TMP (527 kbar) . . ............. 30

9. Cellular Precipitate in Udimet 700 Aged at

1975"F for Four Hours Following Cold Work in

The Solution Treated Condition. (a) Cold Rolled
to 12. 5% Reduction in Thickness; 50OX.

(b) Shock Loaded to 287 kbar; 50OX . . . . 33

10. Macroscopic Charac'cr of Slip in Solution 4

Treated and Deformed Udimet 700. (a.) Cold

Rolled to 19. 1% Reduction in Thickness; 250X.

(b) Shock Loaded to 527 kbar; 250X ......... 35

11. Influence of Shock-Aging on Gamma Prime

Morphology and Distribution in Udimet 700.

(a) Solution Treated, y' and Carbide Aged.
(b) Solution Treated, Shocked to 527 kbar,

y' and Carbi, e Aged .................. 37

I 1.

na a mn l unn• • "uun nnm in l a munu~ m nl . .. .. _ 9 ' p



vii

LIST OF FIGURES (Concluded)

Figure No, Page

12. Tensile Sti:ngtns of Udimet 700 at 1200°F
Following Thermal Processing (STA), Con-
ventional TMP by Cold Rolling (R; 19. 1%
Reducticn), arid Shock TMP (S; 527 kbar). . . . 39

13. Tensile Ductilities of Udimet 700 at 1200°F
Following Thermal Processing (STA), Con-
ventional TMP by Cold Rolling (R; 19. 1%
Reduction), and Shock TMP (S; 527 kbar). . . . 40

14. Condition o" Massive Precipitates in Udimet 700;
History C. (a) Cold Rolled to 19. 1% Reduction
in Thickness; 50OX. (b) Shock Loaded to
527 kbar: 500X. . ....... . . . . 44

15. Stress-Ripture Life of Udimet 700 Following
Thezmai Processing (STA), Conveational TMP
by Cold Rolling (R; 19. 1% Reduction), and Shock
TMP (S; 527 kbar) ................... 48



1. IN" RODUCTION

The gas turbine engine is an outstanding present-day example of

an application which challenges the metallurgist to the limit of his

ingenuity. This and other demands which are being placed on metallic

materials dictate a continuing search for new and improved means of

extending their strength and service temperature range. On the one
hand, it is difficult to conceive of novel techniques or mechanisms of

alloy hardening which are fundamentally different from those already
known to be effective. On the other hand, the full utilization of known

strengthening methods coupled with processing innovations could con-
ceivably lead to significant improvements in mechanical properties

and thermal stability.

One of the outgrowths of high-temperature alloy research was
the introduction of nickel-base supeialloys'. Recently, moreover,
there have been a number of important advancements in the field of
processing and fabrication of these alloys which are technologically

significant. These include the utilization of powder metallurgy tech-

niques to produce large nickel-base alloy componentsz-5. Thereby, the
segregation which is a characteristic casting problem with such complex

alloys can be circumvented. As a result of the fine grain sizes achievable
by powder metallurgy, the compact can exhibit superplast.c behavior
in a certain temperature and strain-rate range, a phenomenon which

can be used to advantage during hot working.

Another processing advancement is directional solidification,
6designed to produce columnar- grained microstructures , single

crystals7 '8 or oriented eutectic structures of the composite type .

The last few years have also seen the introduction and application

of thermornechanical processing (TMP) to bigh- temperature alloys.

This involves the utilization of specific combinations of thermal and
mechanical processing treatments in order to effect certain property

improvements.

The purpose of the investigation described herein is to evaluate

and understand the effect of explosive shock loading prior to aging on the

microstructure and mechanical properties of aged nickel-base super-

alloys. The ultimate goal of the overall program is the improvement
of the service capability of this group of alloys. Thus, while TMP

forms the basis of the study, there is one major departure from

I "W-
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conventional procedures - - the deformation during mechanical working r

is imparted at a very high energy rate and more specifically, by ther

propagation of a plastic shock wave through the material. For con.-
venience, the process has been termed "shock-agii~g."

The approach is relatively straightforward. Ucdimet 700, selected
for the initial studies, was solution treated, or solut~ion treated and
partially aged, shock loaded, and then subjected to one or more addi-
tional aging treatments. The room temperature hardness, elevated
temperature short-term tensile properties, and stress-rupture life and
ductility were determined. These observations were correlated with
microstructure as determined by optical and electron metallography.
The data were compared with results for Udimet 700 which was
therrmally processed only, and also, with material which had undergoned
conventional TMP by cold rolling.

I
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2. THERMOMECHANICAL PROCESSING

Compared with ferrous alloys, the TMP of nickel-base super-

alloys is necessarily more limited in scope and applicability. Never-
theless, it has been demoastrated convincingly that significant property
improvements can be achieved by hot, warm, or cold TMP, or com-

binations thereof. Since the emphasis in this program is on ambient
temperature mechanical working, this discussion is confined mainly to
the effects of cold TMP.

Due to their age hardenability, modifications of the processing

schedules normally focus on methods of redistributing, dispersing, and
refining the precipitates to enhance low and high temperature behavior.

Often, one is achieved at the expense of the other. Certain alloys,

such as Inconel 7 1 8 10 and Monel K-50011, can be obtaine,' commercially

in a condition arrived at by cold working prior to aging (cold-finished).
From a 1966 review of the properties of selected superalloys1 2 , it
could be deduced that cold forming Inconel 718, Rene 41, Waspaloy,
Monel K-500, and Inconel X-750 prior to aging generally results in an
increase in the short-term cryogenic, room, and elevated temperature

yield and tensile strengths, with the anticipated decrease in ductility.
The corresponding effect on elevated temperature long-term properties

is beneficial only at the lower temperature ranges. For example, cold
working Inconel 718 prior to aging results in the improvement of the
1000-hour rupture stress at 800*F, but deterioration at 1000*F and

higher. Results with hot or warm working during TMP have been
13-17 is 1equally disappointing until recently . Kear et al. 18 illustrated the

distinct advantages to both yield and rupture life of a TMP schedule

for Udimet 700 which entailed warm working at 1950'F. Moreover,
they concluded from the results of a literature survey of the TMP of

nickel-base superalloys, and their own observations, that the full

potential of TMP in the fabrication of superalloy parts with improved
mechanical properties for application at intermediate temperatures
could be realized by combining hot and warm working in a TMP

schedule. The essential details of this treatment involves hot working

just below the y' solvus temperature to refine the grain size, and then
warm working in the superplastic range, a procedure patented by

Pratt and Whitney as "GATORIZING."

It is all the more noteworthy then that Blankenship was able to
achieve both short- and long-term strength enhancement through the
TMP of Udimet 700 utilizing a cold-working process19 z0 Hydrotaei'



4

extrusion, followed by aging, resulted in an increase in yield strength

at 1000 and 1200*F of as much as 100, 000 psi over conventionally heat
treated stock. Correspondingly, the stress rupture life at 1200*F was
raised from 400 to over 3700 hours -- nearly an order of magnitude

improvement. The increases are less pronounced at a testing tempera-
ture of 1400*F depending on the amount of prior strain, but nevertheless
substantial. Beyond this temperature, however, the difference in the
behavior between thermomechanically processed and thermally processed
materials are expected to diminish rapidly.

Little attempt was made in the preceding investigation to cor-
relate the observed properties with microstructure, or to interpret the

findings. A number of explanitions are possible. It is believed by
most that the small coherency strain of they' Ni 3 (Al, Ti) precipitate
rormally precludes its nucleation on dislocations",' 2. Conversely,

since tnerie 16 evidence that dislocations can indeed act as nuc~eation

sites for y', this interpretation cannot be discounted completely. How-
ever, it should be kept in mind that solution treated Udimet 700 has a
fine -y' precipitate which is formed during the air cool. Accordingly,
the effect of a deformation suostructure produced after solution treat-

ment on the distribution and morphology of y' is not expected to be
appreciable. The two more attractive possibilities are substructure
strengthening1 8 and precipitation of carbides (M2 3C 6) on dislocations23-25
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3. CHARACTERISTICS OF SHOCK-WAVE DEFORMATION

It is reasonable to inquire what unique features can be ascribed

to shock de,-"rmation that renders it an attractive substitute for more

conventional deformation in strain aging or TMP treatments. There

are three main characteristics which are important in this respect.

Firstly, a large transient plastic strain is developed with little

accompanying permanent dimensional change, i. e., a small residual
strain. This results from the fact that irreversible plastic work is

done at the compressive shock front, and a nearly equivalent amount is
done by the following rarefaction wave. However, the sign is reversed

resulting in a net strain of almost zero. The true transient strain is

given, in effective or generalized form, as 2 6

ET = 4/3 In ViV0  (1)

where V0 and V are the initial and compressed volumes, respectively.
The ratio V/V 0 can be determined from the Hugoniot-Rankine con-

servation relations.

A second feature which distinguishes shock-loaded material
from its more slowly strained counterpart is one which is a consequence

of the high strain rates (106 - 108 sec-1) developed at the shock front2 7 .
The requirement to accommodate, in times of the order of 10-9 sec,

appreciable transient plastic strains dictates that many dislocations

move short distances. This normally leads to a higher dislocation
density than an equivalent amount of quasi-static flow. Furthermore,

the distribution is finer and more uniform2 8 ' 29

Lastly, Weertman 30 predicted that the efficiency of point-defect

generation by dislocations increases with i~lcreasing dislocation
velocity. This suggestion was confirmed ex.-erimentally by Kressel

and Brown31 who examined the resistivity recovery of shocked nickel.

They found that the vacancy concentration exceeded the interstitial
concentration by an order of magnitude. Also, for equivalent values

of plastic strain, the point-defect concentration following shock defor-

mation was appreciably higher than after cold rolling. More recent
studies of point-defect clustering in shocked aluminunm32, and the
resistivity recovery of Fe-Mn alloys 33 have further substantiated the

existence of an extraordinarily high nonequilibrium vacancy concentra-
tion in shocked metals.

- ,.

I i •/
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The enhanced point-defect generation is thought to be the result
of the necessity of moving dislocation jogs nonconservatively due to the

impedance, at high dislocation velocities, of other mechanisms such
as conservative jog motion and cross slip. This process iL compounded

by the occurrence of a greater number of jog-producing intersections of
primary and secondary dislocations during shocking than during lower-

rate deformation.

Accordingly, when one is considering strain-enhanced precipita-
tion hardening, shock deformation offers the advantages of small

residual strains, a high density of uniformly distributed nucleation

"sites or pinning points, and the means for accelerating aging.

?,~

~ L
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4. EXPERIMENTAL DETAILS

4. 1 Material and Heat Treatment

The sel.ection of Udimet 700* as the nickel-base superalloy to
be investigated was dictated by it.s popularity as a commercial turbine
alloy, the encouraging results of conventional cold TMP, and the fact

that it was soon to become available in sheet form. The last factor
was considered important to future explosive forming and bonding
studies.

The Udimet 700 was supplied by the Stellite Division of Cabot
Corporation in the form of 0. 095-in. thick hot-rolled sheet. Details
of its fabrication to sheet of thickness 0.030 and 0.015 in. have been
reported by Kelley3 4 '3. The chemical analysis in weight percent was
given by the supplier as follows:

Stellite
Element U-700 Sheet Nominal 3 6

Al 4.45 3.75 - 5.00
B 0.025 0.01 - 0.05 max.

C 0.10 0.15 max.

Co 14.4 14.00 - 20.00
Cr 15.8 13.00 - 17.00
Mo 4.7 4.50 - 6.00

Ti 3.5 2.75 - 4.00

Fe -- 4.00 max.

Ni Bal. Bat.

The cobalt content of the sheet was on the low side of nominal, while

the aluminum content was slightly high. The supplier stated that both
factors tended to raise the y' solvus temperature, and estimated it to
be about 20850 to 2100°F. Quenching experiments during the course
of the present investigation disclosed the complete dissolution of y'

after 30 min. at 2150°F but not at 2100°F. It should be noted, however,

that the sheet composition is within the nominal limits quoted by

Special Metals, Inc. , as demonstrated in the above table.

Udimet 700 is a registered trademark of Special Metals, Inc.



Accordingly, the following standard heat treatment schedule

was adopted36

Solution Treatment (ST) 21500F, 4 hr, AC

Gamma Prime Age (y') 1975°F, 4hr, AC

Carbide Age (C) 1550°F, 24 hr, AC

FinalAge (F) 1400°F, 16hr, AC

The designations in brackets for the different steps will be used

throughout the report. Solution treatment and y' aging were performed

in an inert argon atmosphere. The last two aging anneals were con-
ducted in still air.

The phases normally found in fully heat treated wrought

Udimet 700 sheet are MC, M2 3 C 6 , M 3 B 2 , y', and a N matrix3 7 . The
y' in the matrix ordinarily appears in two forms -- a cuboidal type,

approximately 0. 5 i square, oriented along crystallographic planes.
The second form is extremely fine, spheroidal, less than 0. 1 L in
diameter, and develops primarily during air cooling and the final aging
treatment. Irregularly-shaped, blocky y' usually envelops the grain-
boundary carbides and matrix carbides and boriies. The high creep
resistance of this group of alloys is attributable in large part to the
presence of a MZ3 C6 carbide phase at the grain boundaries. At the
same time, the y' envelope inhibits short-term intergranular
embrittlement.

Typical microstructures of the fully heat treated Stellite
Udimet 700 sheet are shown in Figur.a 1. Routine metallographic pro-
cedures were followed. Microstructura] features were revealed by-
chemical etching with a solution containing 30 parts lactic acid,

20 parts HC1, and 10 parts HNO 3 , and deformation markings by elec-
tolytic etching in a solution of 400 parts H.O, 3 parts IC1. and

I part HN0 3 . Two-stage carbon replicas, shadowed at 450 with
platinum-carbcn, were examined in a Ph,lips EM200 electron
microscope.

4.2 Thermomechanical Pro-essing Schedules

As illustrated in Tab)e 1. deformation -was imparted by shock
loading or cold rolling the material in each of three initial conditions:
solution treated; solution treated and y' aged; solution treated, y' and
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a .Optical; 800X

b. Surface Replica

Figure 1. Micros-ructure of Fully Heat Treated Stellite Udirnet 700
Sheet.
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carbide aged. Various aging sequences were applied after mechanical

processirg. The designations for each schedule can be derived by con-

sideration of Table 1. The hyphen between a letter and number is to

be replaced by the correct deformation code. For example, a specimen

which was solution treated, cold-rolled, and Lhen given carbide and

final aging treatments, can be described as AR6. Its shocked and

undeformed counterparts are AS6 and AUb, respectively. Similarly,

a sample which has undergone solution treatment, -y' and carbide aging,

cold rolling, and then final aging, is characterized as CR7, with CS7

and CU7 pertaining to shock-aged and thermally-processed material,

respectively. It is noteworthy that AR6 and CR7 correspond to the two
19,20

schedules investigated by Blankenship and Gyorgak There is some

duplication oi schedules for undeformed control material. This is

demonstrated by the fact that AU4 = BU6 = CU7, where all of these will

be classified simply as STA, the fully heat treated condition.

Table 1. Therinornechanical Processing Schedules for Udimte 700

STA Schedule A Schedule B Schedule C

ST ST ST ST

Strair*: R or S ......

A-1 A-2 A-3 A-4 A-5 A-6 11-i

"N "' "' N' --- - -- -- '

Strain: R or S

B-5 B-6 B-7

C --- C --- C C C --- C C --- C

Strain: R or S

C-7

F F F --- F F --- F F F

"* R z cold-rolled; S - shock-loaded; each schedule includes a "U" code for the

undefornmed control material.

4 3 Shock-Loading Procedure

Shock deformation was achieved by the propagation through the

material of a planar shock wave produced by means of a "mousetrap"

generator, illustrated in Figure 2. This accelerates a f!yer plate to a

7,7
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high-velocity impact with the specimen assembly shown at the bottom

of Figure 2, and also in Figure 3. This system 's designed to prevent
spalling and to minimize internal wave reflections and their concomitant

effects. It consists of a 1/8-in. thick steel cover plate to protect the

specimen surface and a 3/4-in. thick spall plate. In between, a 4 in.
by 5 in. specimen is secured by screws at the periphery. This com-

posite, surrounded by four 1-in. thick momentum traps, rests on a
3/4-in. thick steel anvil plate. The various components are adhered

together tightly by means of an epoxy. resin to ensure transmittal of the
shock wave across metal/metal interfaces. All of the steel is hot-
rolled AISI 1014, the acoustic impedance of which closely matches that

of Udimet 700. Consequently, the amplicude of rarefaction waves at

the specimen surfaces is negligible.

The driver is a 6 i-,. by 7 in. plate of copper whicb is acceler-
ated to a constant velocity through a 0. 5-in. air gap (standoff distance)
by the main explosive charge. The plane-wave system, used to deto-

nate this explosive uniformly, is comprised of Plexiglas wedges support-

ing a glass plate at an angle of 110 15'. Onto this is glued a line wave
charge diverging to two sheets of explosive. Point detonation of the

former results in the line detonation of the latter. In turn, as the two

sheets burn, they fracture the glass. The set angle provides a planar
shower of glass fragments ý_i,ýc the main charge. This results in

simultaneous detonation over its whole surface.

The explosive, a DuPont PETN-base plastic va.rity with a
density of 2g/inz, is known commonly as "Detasheet C- 2." The deto-

nation velocity is given by the manufacturer as 7000 msec. (Very
recent measurements here 38 have yielded an average value )f 7380 msec,
about 5% higher. ) Of the 2 g/inz, only 63% is PETN while 80, is nitro-

cellulose. Thus, 71% of C-2 can be considered to be active explosive

with the rest being binder.

One can determine the explosive charge necessary for a pre-
scribed shock pressure in one of three ways: (1) by calculation, know-

ing the Hugoniot relations for the specimen and driver, and the velocity
of the driver as derived from the mechanics of plate acceleration;

(2) by direct measurement; (3) by comparison with previously measured

shock-loading parameters. The Hugoniot re~lation for Udimet 700 has

not oeen determined. Although a composite curve has been conatructed

(Section 4. 4) from those for the individual elements, the complexity of
the microstructure precludes confidence in its accuracy without

1- 4,
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experimental confirmation Direct measurement has been time-
consuming and costly. However, advanced probe techniques presently
being established at this laboratory will permit the less expensive
measurement of driver plate velocity, and shock velocity at top and
bottom surfaces of a specimen 38 . Nevertheless, the charge require-
ments were calculated by using the data generated by, Holtzmdn and
Cowan 2 6 for austenitic manganese steel. This has a density of
0. 236 lb/in3, identical to that for Udimet 700. With the same driver
plate thicknesses, one need compare only detonation velocities and the
weight of explosive.

The shock pressure is determined then b.r utilizing the data in
Table 1 of Reference 26. The correct comparison for the weight of
explosive is between the PETN weight given in the above table divided
by the area of the explosive sheet (25 inZ), and 71% of the density of
C-2 "Detasheet" used in this investigation. A sample calculation,
then, provides a shock pressure, in kbar, of

P =2(0.71)N 7000
153/25 710 70 = 15.5Th

where N = number of sheets of C-2. Thus 5 sheets of C-2 gives a
shock pressure of 78 kbar. The shock conditions for this study are
summarized in Table Z. The pressures can be considered to be accu-
rate to about 526.

Table 2. Shock-Loading Parameters

Weight cf Thickness of Velocity of Shock
Explosive No. of Layers Cu Driver Driver Pressure

(g) of (-2 --- .__ _ (rn/sec) (kbar)

294 5* 0.485 412 78

118 2 0. 120 1310 287

732 14 0. 120 2140 527

*1-in, air gap (styrofoam) between explosive and driver

A view of the whole shock-loading syst-m is shown in Figure 4.
As indicated in the figure, the assembly is placed on a piece of insula-
tion board set on a cardboard barrel filled with water. The water

~~~~~~~~~~ NQ .- 1~~ _____________
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Figure 4. Shock Assembly in Position for Detonation
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serves both as a deceleration and quenchix.g medium. At high ý-nock
pressures, the steel anvil experiences severe spallation, but in all
cases the spall plate/specimen/cover plate composite is recovered
intact from a pool formed by some of the water originally in the bz rrel.

Three disc specimens, 0. 150 in. thick and 4.75 in. diameter,
of an experimental proprietary nickel-base alloy, PM-J01, were
shocked for AVCO, Lycoming Division -- one at 527 kbar and two at
413 kbar. The specimen arrangement used for shock loading, with
plane-wave generation, is shown in Figure 5. It should 'e pointed out
that this "bathtub' system is not quite as suitable as one which would
permit free lateral motion of the surrounding steel momentum cylinder;
high residual strains result from impact. That is, the disc specimen
should be placed upon a spall plate of the same diameter, and in turn,
surrounded by a split momentum cylinder to absorb the Laterai energy
and inhibit wave reflections at the specimen edges. H-wever, this
arrangement is more expensive to fabricate than the one illustrated in
Figure 5. The Rockwell C hardness data in Table 3 demoilstrate the
average shock hardening Achieved. Further information on the result
of subsequent aging treatments on terminal properties of this alloy may
be obtained directly from AVCO.

Table 3. Effect of Shock Loading on Hardness of
AVCC; PM-101 Nickel-Base Alloy

Initial Shock Shocked"
Hardness Prrssure Hardness

History (Rc) (kbarL (K~c)

As-Forged 49.6 527 *57.7

Solution Treated 48.3 413 54.Z

Solution Treated 46.9 413 53.1

7 -
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4.4 Shock Wave Relations for Udimet 700

Composite parametric equations describing the shocked state
of Udimet 700 were calculated from the known characteristics of its

alloying constituents. Starting with the empirical relation27' 3 9 40

between particle,ý velocity, u, and shock velocity, U, for each element,

i.e.,

U = Ci + Siu, (Z)

with partitioning based on the atomic fraction, a, the elemental contri-
butions, designated Ci and Si, were determined simply from

Ci = aiC. and Si = ai Si• (3)

The final equation is

U = C + Su (4)

wh e re

C = E CI and S = ES' (5)i i.

Values of Ci and Si for the alloying elements in Udimet 700 are

listed in Table 4. Data for boron were not found, but its low concen-

tration permits its exclusion with little error. The nickel content was
corrected for this omission.

Table 4. Determination of Constants G and S in the Relation Between
Shock Velocity and Particle Velocity for Stellite Udimet 700 Sheet

Atomic
Element Ci Si Fraction C_ S! Ref.

Al 5.38 1.337 0.0908 0.488 0.121 41

C 3.86 1.98 0.0046 0.017 0.009 42

Co 4.740 1.392 0.1345 0.637 0.187 43

Cr 5.249 1.445 0. 1672 0. 878 0.241 43

Mo 5.120 1.285 0.0270 0.138 0.035 43

Ni 4. 796 1. 254 0. 5358 2. 570 0.672 43

Ti 4. 591 1.259 0.0402 0. 185 0.051 43

C YC! = 4.913 S ES' 1. 316

A ''½ 4
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The partitioning of elements to -y and y' was dei*ermined by
Kriege and Baris44 for material which was not fully heat treated
(136 hrs at 1800°F). The coefficients in Eq. 4 were evaluated for yand
y' phases, and for Stellite sheet and commercial material assuming all
alloying cdnatituents were in solution, These are listed in Table 5,
The values of C and S for Y and ',' differ by less than 3% from those
for the solid solution. Thus, although shock-wave propagation il
Udimet 700 could be expected to be influenced by the presence of y',
the solid solution case should provide a xeasonable estimate of the

shock-wave relations. For Udimet 700 then,

U 4. 913 + 1. 316u mri/msec. (6)

Table 5. Values of C and S for Udimet 700

Phase Material Investigation C S

Solid Solution Stellite Sheet Present 4.913 1.316

Solid Solution Commercial Kriege and Baris (44) 4.912 1. 320

Gamma Commercial Kriege and Baris (44) 4. 933 1. 338

Gamma Prime Commercial Kriege and Baris (44) 4.871 1.282

The relationship between the ',hock pressure P and u, or P
and U, can be obtained from the equation fo|r conservation of momentum:

P = poUu (7)

where po is the de:!nsity in the unshocked state. Combining Eqs. 4 and 7
with

POU = p(U -u), (8)

the requirement that mass be conserved, yields an expression which
permits the construction of a Hugoniot curve (P vs. Vv/). That is,

C(z V"0 - V)

[V -s(V -V)]

4 _'4

~A
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Substitution of appropriate values of C and S from Eq. 6, and the initial
density of 7. 91 g/cm (= I/V 0), results in the curve for Udimet 700

shown in Figure 6.

The U vs. u relation for Udimet 700, Eq. 6, can be compared

with

U = 4.796 + 1. 254u (10)

for nickel4 3 , the base element. This, in turn, yields the Hugoniot

curve for nickel in Figure 6.

4. 5 Determination of Strains

The Hugoniot curve in Figure 6 permits a calculation of the

transient shock strain, using Eq. 1 for natural strain, Ts, or

C* =4(VO-V)(1

0

for engineering strain. This derives from the following relation for
45effective or generalized strain

3= [ 1 - Ed2 + (3 2 + (C3 - (12)

substituting E = -Ets, the thickness strain, and e. = C3 = 0 for zero lat-

eral displacement; the rarefaction component doubles the value. The
-nag-itudes of transient strain corresponding to the applied shock

pressures, and the measured average residual strains, are listed in

Table 6. The equivalent percent reductions in thickness by cold rolling

are included. These were calculated by requiring the effective rolling

strain to be equal to c*, the transient shock strain, and solving Eq. 11

for Etr where c, = -Etr, E2 = Etr, and 3 = 0.

Thus,

Str = 2 (s (13)

The value of V/V 0 for the lowest shock pressure was originally read

incorrectly from the Hugoniot curve at 39 kbar instead of at 78 kW.dr.

• C C' .|
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Consequently, the comparison with rolled mater~al was made at 1.4%

thickness reduction instead of 4. 2%, the value in Table 6. This affects

only the hardness comparisons at the lowest shock pressure. It was

felt that since the shock- -qing process was the more important, a

repetition of this set of heat treatments was not justified.

Table 6. Transient and Residual Shock Strains

and Equivalent Rolling Reductions I

Measu.red

Shock Transient Equivalent Thickness Residual

Pressure Strain Reduction by Rolling Strain

(kbar) (Percerý) (Percent) (Percent)

78 4.8 4.2 0.6

287 14.4 12. 5 0.7

527 22.1 19A1 2.0

On the other hand, this lower strain permits an assessment of

the relative effect of a rolling strain equivalent to the residual shock
strain. Due to the lateral ex'ansion components of the residual strain,

the effective residual strain, from Eq. 11, is equal simply to the thick-

ness reduction, e.g. , 2.0% for 527 kbar. The effective rolling strain

corresponding to 1.4% thickness reduction is 1. 7%, a value close to

the residual strain at 527 kbar.

4. 6 Testing Procedures

Relative strength levels at room temperature were monitored

by means of macrohardness (Rockwell C, 150 kg. load) and microhard-

ness (diamond pyramid, DPH, 10 kg. load) measurements. The latter

were obtained by means of a Tukon hardness tester. The Rockwell

tests permitted the collec.-ion of hardness data at all stages of deforma-
tion and heat treatment without the more extensive gurface preparation

necessary for microhardness tests.

Elevated-temperatur-Ž tensile tests in air were conducted with a

floor-model 10, 000-lb capacity Instron universal testing machine at a

strain rate of 3 X 10-' seC- (cross-head speed =0 02 in. /min.).

. .". .
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Temperature was controlled by means of a chromel-alumel thermo-

couple in close proximity to the specimen at the gage section. Stress-
rupture life and ductility were evaluated at constant load by means of

a Satec creep machine. Temperature was again monitored by means

of a thermocouple near the specimen surface.

Identical specimen geometry was used for both tensile and
rupture tests. These specimens had a gage length of one inch, gage

width of 0. 150 in. , and were cut with their axis parallel to the original
ard TMP sheet rolling direction.

tz

I

- -- I
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5. RESULTS AND DISCUSSION

5.1 Hardness

The room temperature hardness of stellite Udimet 700 sheet

which had undergone shock deformation and subsequent aging was com-
pared with that of material which was cold-rolled and aged, and '-hich
was thermally processed without mechanical working. Rockwell "C"
hardnesses -e recorded in Tables 7 thru 9 for as-deformed and aged
Udimet 700 with predeformation his t ories A (ST), B (ST + y'), and
C (ST + y' + C), respectively. The effect of shock TMP and conventional
TMP on hardness is illustrated in Table 10 by the percentage differences
from normally heat treated controls. This table includes the percent-

age differences in hardness between shock-processed and conventionally-
processed Udimet 700. The last column provides a comparison
between the average residual shock strain of 2. 0% corresponding to a
pressure of 527 kbar (Table 6), and an effective rolling strain of 1.7%
From a more practical standpoint, the departures in hardness trom the
fully heat treated condition (STA) introduced by TMP are shown in
Table 11.

Certain consistent trends are evident from the data. Firstly,
cold work, whether applied quasi-statically by rolling, or at an ultra-
high rate by shocking, results in a room temperature strengthening

effect in Udimet 700, irrespective of the initial history. Moreover, as
would be expected, this work harde.,ing increases with increasing
rolling strain, transient shock strain, or shoc>, pressure. This point
is further demonstrated for the shock case by the curves in Figure 7
where the rercentage increase in hardness is plotted against shock
pressure. The shock-hardening behavior is consistent with that found
previously for unalloyed nickel, Inconei 600, Chromel-A, TD-Ni,
and TD-NiCr 6 . The increase in lnicrohardness (DPH) from the unshocked
state (-3'0) to the shocked condition (-470) after the application of a
pressure pulse of 547 kbar is slightly over 100 DPH. This is approxi-
mately the same as the incr2ase experienced by TD-Ni and TD-NiCr
shocked to 460 kbar. The rise in hardness is roughly doubled
(-200 DPH) for Inconel 600 and Clircrnel A. Whether nickel falls in
the former 47 or latter 46 category depends on which of two papers by
Miurr and his coworkers 4 6' 47 one favors. Since the initial hardness of
Udimet 700 appreciably exceeds that of the aforementioned alloys, the,

fractional strengthening displayed by shock-loaded Udimet 700 will be
less than' that exhibited by the other material,, as shc/,n by their

IL
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Table 8. Hardness Data (Rc) for Udimet 700 Deformed in

ST + -y' Condition (History B)

Shock Effective

Deformation Pressure Strain As- Aging Treatments

History (kbar) (Percent) Deformed C C + F F

U 0 37.2* 40.3 41.3 41.0

R 1.7 40.3 40.2 43.5 43.6
78 4.8 39.5 41.6 42.2 42.6

R 14.4 46.9 42.9 45.2 47.7

S 287 14.4 40.8 42.4 43.5 45.0

R 22.1 48.8 45.5 45.7 48.0
S 527 22.1 47.0 43.6 44.6 45.8

"- solution treated and y' aged

Table 9. Hardness Data (Rc) for Udimet 700 Deformed in

ST + N' + C Condition (History C)

Shock Effective

Deformation Pressure Strain As- Aging Treatment

_History (kbar) (Percent) Deformed F

U 0 38.4* 41.3

R 1.7 42.5 42.7

S 78 4.8 42.0 43.3

R 14.4 48.2 45.7

S 287 14.4 42. 7 44.9

R 22.1 49.3 48.3
S 527 22.1 49.4 47.0

solution treated, -' and carbide aged.

"A~

- I-~- - 0h
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Table 10 Percentage Change in Hardness (Rc) of Udimet 700

Due to Shock or Conventional TMP

Shocked-Rolled

Shocked-Undef. {ePerRcentR Rolled-dUndee. enPercent)

Undef Undef. 287 527 527
Schedule -3 287 527 1. 7 14.4 22. 1 (14.4) (22. 1) (1.7)

A(As-Def.) 2.9 6.8 23.5 4.7 20.9 27.2 -12 1 -2.9 17.9

"Al 6.0 8 0 10.7 5.2 8.2 14.5 - 0.3 -3.4 5.2
A2 7.8 10.6 17.0 3.9 12.5 15 3 - 1.7 1.4 12.6
A3 14.6 18.2 23.7 12.7 2-.5 23.8 - 2.7 -0.2 9.8
A4 10.7 13.1 20.2 9.8 14.5 20.5 - 1.2 -0.2 9.5
A5 3 6 6.7 10.6 6.5 16.8 18.6 - 8.6 -6.7 3.9
A6 4.0 7.1 11.1 3.0 8.3 18.1 - 1.6 -6.0 ,.8
A7 7.0 9.7 18.7 13.2 17.8 23.0 - 6.8 -3.5 4.9

B(As-Def) 6.2 9.7 26.3 8.3 26.1 31.2 -13.0 -3.7 16.6

B5 3.2 5.2 8.2 - 0.2 6.5 12.9 - 1.2 -4,2 8.5
B6 2 2 5.3 8.0 5.3 9.5 10.7 - 3.8 -2,4 2.5
B7 3.9 9 8 11.7 6.3 16.3 17.1 - 2.7 -4,5 5.0

C(As-Def ) 9.4 11.2 28.7 10.7 25.5 28.4 -11.4 0.2 16.2
C7 4.8 8.7 13.8 3.4 10.6 16.9 - 1.8 -2.7 10. 1

Table 11. Percentage Change in Hardness (Rc) of Udimet 700 Due to
Shock or Conventional TMP Relative to Full Heat Treatment (STA)

Shocked - STA Rolled - STA
Schedule STA (Percent) STA (Percent)

78 287 527 1.7 14.4 22. 1

A(As-Def.) 7.7 11.8 29.3 9.6 26.5 33.1
A! 5.5 7.4 10.1 4.6 7.7 13.9
AZ 5.7 8.5 14.8 1.9 10.4 13.1
A3 13.4 16.9 22.4 11.5 20.2 22.7
A4 10.7 13. 1 20.2 9.8 14. 5 20. 5
A5 9.6 12.8 16.9 12.6 23. 5 25.4
A6 12.8 16.1 20.5 11.7 17.5 28.2
A7 16.9 20.0 29.8 23.8 28. 7 34. 5

B (As- Def.) -4.4 2.7 13.8 - 2.4 13.6 18.2
B5 0.7 2.7 5.6 - 2.7 3.9 10. Z
B6 2.2 5.3 8.0 5.3 9.4 10.7
B7 3.1 9.0 10.9 5.6 15.5 16. !

C (As-Def. ) 1.7 3.4 19,6 2.9 16.7 19, 1

C7 4.8 8.7 13.8 3.4 10.7 17,(0

/. . , ,
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hardening curves in Figure 7. One can see from the figure that the
three different histories yield almost parallel shock-hardening curves.
Even on an absolute scale, the substructure strengthening can be
considered to be independent of the degree of aging.

A second noteworthy feature of the obseL-v-ations is evident from
Table 10 where the comparison of hardness after TMP is made with
m7-.erial which ha- not been strained but has otherwise undergone
exactly the same tChermal treatment; thus the normal response to aging
is factored out. The results show that the strengthening effect is main-
tained to various degrees, by aging subsequent to deformation. Also,
the strain sensitivity of the strengthening remains positive throughout.
The single exception is the value for schedule B5 after 1. 7% effective
rolling strain, Essentially no change (-0. 2%) from ui-deformed mate-
rial was detected by macrohardness measurements; the DPH value
increased 12 points or nearly 4%. The bar graphs in Figure 8 demon-
strate the improvements in room-temperature strength that can be
introduced by shock (527 kbar) and conventional TMP (19.1% rolling
reduction) as reflected by hardness data.

A third point which warrants discussion is the fact that the
ambient temperature strengthening brought about by shock loading to
a pressure of 287 or 527 kbar is almost invariably less than that
achievable by rolling an amount equivalent to the corresponding tran-
sient shock strain. This is shown by columns 7 and 8 in Table 10, and
for the highest strain, by the bar graphs in Figure 8. The two excep-
tions are schedules A2 and C, where the hardness of shock-processed
Udimet 700 is slightly greater than after conventional TMP. When

shocked and rolled hardness,ýs, on the other hand, are compared on the
basis of residual strain, then it is evident from the last column of
Table 10 that the strength improvements which can be obtained by
shock-aging cannot be matcher- by conventional means when the dimen-
sional zhanges which can be tolerated are very small.

The hardness data do not permit any decision concerning the
mechanisms responsible for the observed TMP strengthening effects.
Nevertheless, a further analysis of the data led to the tentative con-
clusion that a dislocation substructure alone cannot account directly
for all of the hardening. For example, shock hardening at 527 kbar
raised the hardness in the solution-treated condction by Rc 9. 0.
Thermal recovery during subsequent y' aging reduced this by 5. 1,
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or 57%. However, an additional carbide plus a final age (A4) restored
Rc 3. 5 of this loss, to 82% of the original hardness difference. More-
over, a final age without an intervening carbide age (A3) brought this
up even higher to Rc 8. 6, or 96% of the original. Thus, the interaction
of dislocations with the prstrain-induced dislocation substructure
probably accounts for about one-half of the hardness increase for
schedule A4. The remainder ih necessarily a result of the terminal
defect structure, but a more indirect one associated with the role that
it plays in the modification of other aspects of the overall microstructure.

When the final aging treatment at 1400"F is the only one which
is applied to the AS and AR schedules, about 85% remains of the
strengthening introduced originally by working. Since thermal recovery
effects are not as extensive as those during a 1975*F age, one could
reasonably expect nearly all of the 85% to be a substructure contribution.
However, in the B and C schedules, the 527 kbar shock hardening left
after converting to B7 and C7 by final aging was lower than for A7, at
49% and 52%, respectively. This suggests again that substructure
strengthening pe. se probably constitutes only about half of the 85%
figure. It seems that the final aging treatment leads to certain micro-
structural changes which are beneficial to room temperature strength
when deformation is imparted in the solution treated condition and
moreover, when the intermediate -y' and carbide aging steps are omitted
from khe postdeformation hezt treatment schedule.

From the preceding discussion and results, the final aging
process st;tnds out as the one which may be the most important to
shock-age or strain-age strengthening. Conversely, the hardness data
also demonstrate that the carbide age at 1550'F is the one which could
be considered the most detrimental -- in the sense that its effect on
reducing the strength due to work hardening cannot be overcome by

subsequent aging, i. e., by the final aging treatment.

Confirmation of these views and the determination of the

operative TMP strengthening mechanisms will require high-resolution
structure characterization by surface replication and thin foil techniques.
These studies are presently underway.

The hardness measurements served another purpose. The
large number of TMP schedules precluded the evaluation of the effect
of each on elevated temperature short-term tensile and stress-rupture
properties. Hardness was used as one method of screening,
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supplemented by optical metallography. The percen,age differences in

Table 11 furnish a more realistic view of the influence of TMP since
they were all calculated relative to fully heat treated (STA) material,

i. e., what would normally be the standard service condition. Ultimately,

three TMP schedules were selected, one for each predeformation

history A, B, and C. The choice of A6 over A7, despite its less favor-

able strength characteristics at room temperature, wax dictated largely
by logic. It was reasoned that a final age by itself would not be sufficient
to produce the grain-boundary carbides (MZ3C6) necessary for the high

creep resistance of Udimet 700. The choice of A6 over A3, again

despite less hardening, was made because of the occurrence, during

the 4 hour y' age at 1975°F, of a cellular reaction as ciscussed in the

next section (Section 5. 2). A third consideration was the fact that A6

corresponded to one of the two schedules investigated by BlankenshipL9 ' 20

Although he claimed that his choice was arbitrary, one suspects that it

was governed, to some degree at least, by similar reasoning.

The decision to use schedule B7 instead of B5 or B6 was due to

two factors. it exhibited the highest hardness, and it counteracted the

selection of A6 over A7. The contention was that a comparison of A6

and B7 could provide some information about the significance of eliminat-

ing the carbide aging step.

5. 2 Microstructure

The influence of conventional and shock TMP on the micro-

structure of Udimet 700 was examined by optical metallography and by

the electron microscopy of surface replicas. The results of transmis-

sion studies currently in progress will be reported in the near future.

One of the most striking effects of shock loading relative to

rolling in the stability that is apparently imparted to the microstracture

by the former operation. Figure 9(a) shows evidence of the occurrence
of recrystallization. This is manifested by the formation of a cellular

precipitate during aging at 1975°F for 4 hours. Such a cellular reaction

was observed whenever the -y' aging step followed cold rolling in the

solution treated cond'tion to reductions of 12.5 or 19. 1%. Thus, this

holds for schedules ARI to AR4 inclusive. Cellular recrystallization

has been observed previously48 in cold-reduced Udimet 700 annealed

thereafter at 1800°F for 16 hours. In that investigation, as in the

present one, the average particle size of the cuboidal y' was about the

same, namely, 1600 and 1650A, respectively, prior to deformation.

W",..
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a. Cold Rolled to 12. 5% Reduction in Thickness; 5 0 0

b. Shock Loaded to 287 kbar; 50OX

Figure 9. Cellular Precipitate in tldirrnet 700 Aged at 1975*F for
Four Hours Following Cold Work in the Solution Treated
Conridi tion.
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As a point of interest, the y' matrix within the recrystallization cells
contained a fine dispersion of secondary y' with an average size of

about 1000.A. The primary y' had coarsened to about '3oA.

In direct contrast to the above findings, cellular recrystallization

was not detected in any of the shock-loaded material. The photo-

micrograph in Figure 9(b) typifies microstructures resulting from the

y' aging of shock-hardened Udimet 700.

A number of questions remain unanswered at this stage of the

investigation. One is led to inquire whether the precelin,; shock-

induced stabilization would be translerred to shock TMP schedules
wherein the heat treatment is more complete, say AS4 or AS6, and

which schedales would exhibit the most benefit. Concurrently, it would
be of interest whether elevated temperature mechanical properties are

favorably affected. Certainly, one would like to know why shock defor-
mation impedes the cellular reaction.

One factor which could play a substantial role in governing the
propensity for cellular recrystallization is the homogeneity of the

defect structure introduced by prior cold work. Figure 10 suggests
that the dislocation substructure is far more uniformly distributed in

shocked than in rolled Udimet 700. Slip bands are revealed dramati-

cally in Figure 10(a) by the appropriate etching AI a solution treated

and rolled sample. S!ip bands have been reported2 0 ' 48 before in
Udimet 700 with a y' particle size similar to that measured in the

Stellite sheet on air cooling from the solution treatment temperature

of 2150°F. Conversely, identical metallographic preparation failed to
disclose deformation markings in material which was solution treated

and shocked at 527 kbar, as in Figure 10(b), or at the two lower pres-
sures. The slip bands ini rolled material can still be delineated by
etching after carbide or final aging treatments or both. Moreover,
some fine, closely-spaced slip striations were detectable in sho,:k

specimens after a final age at 1400°F'. Although confirmation is

necessary, it is conceivable that in this case M23 C 6 carbides have

nucleated on dislocations rendering the slip structure visible. However,

no deformation markings could be discerned when y' aging or carbide

aging preceded rolling or shock loading, i. e., for predeformation
histories B and C. This agrees with previous findings for Schedule

20CR C Rz°.

Ii
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a. Cold Rolled to 19. 1% Reduction in Thickness; 250'X

I). Shock Loaded to 527 kbar; 25OX

Figure 10. Macroscopic Character of Slip in Solution Treated and
Deformned ljdiinet 1700.
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The result of prior cold work, at conventional or shock rates,

on y' morphology and distribution is typified by the microstructures in
Figure 11 which pro-ides a comparison between thermally processed
and shock processed Udimet 700. Instead of the common well-defined
cubuidal form, the morphology is distorted during coarsening at 1975°F
to a more spheroidal geometry. In addition, the normal alignment
along <100> appears to be obscured. Lastly, the particle size is
about 30% smaller and the spacing reduced when deformation precedes
Y' aging.

Other microstructural changes will be discussed in subsequent
sections insofar as they relate to elevated temperature mechanical
properties.

5.3 Elevated Temperature Tensile Properti.es

The tensile properties of Stellite Udimet 700 sheet were
evaluated at 1200°F for schedules A6, B7, and C7. The examination
of C7 simply satisfies the expressed desire to have all three predefor-
mation histories represented. This schedule coincides with the second
(B) of two investigated by Blankenship and Gyorgak' 9' 92 The iniluence
cf shock TMP utilizing a 527 kbar pressure pulse was compared with
the properties of fully heat treated control material, designated STA in
the tables, and with the effects of conventional TMP achieved by cold
rolling to a 19. 1% thickness reduction. These values of pressure and
rolling strain were used because they were found to yield the greatest
room temperature residual hardening.

The tensile data are listed in Table 12. The underlined values
are the means for two tests at a gicen condition. These results are
displayed in the form of bar graphs ii, Figure 12 and 13. The advantage
of the insertion of a cold working step, irrespective of the deformation
rate, on the strength at 1200*F is clearly indicated. This is further

emphasized quantitatively by the percentage differences in Table 13.
It ias been observedzo that 20% cold work by hydrostatic extrusion
raised the yield and ultimate strengths at 1200*F by 37% and 20%,
respectively, for s% hedule Ab (B&G Schedule A), and by 44% and 16%
respectively, for schedule C7 (B&G Schedule B). The magnitudes arc

appreciably lower than the corresponding average increases of about

65% and 37% obtained in the present investigation. This apparent
discrepancy will be resolved later in this section.
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a. Solution Treated, -Y and Carbide Ageýd

b. Solution Treated, Shocked to 527 kbar, y' and Carbide Aged

Figure 11. Influence of Shock-Aging rn Gamma Prime Morphology and
Distribution in Udirnot 700.
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Table 12. Tensile Properties of Udimet 700 at 1200°F Following
Thermal Processing (STA), Conventional TMP (19. 1% Reduction),

and Shock TMP (527 kbar). Mean Values are Underlined

TMP 0.2% YS UTS Elong. R.A.
Scnedule (ksi) (ksi) (Percent) (Percent)

STA 95.9 128.7 3.8 7.0
98. 1 125.3 3. 2 5.8

97.0 127.0 3.5 6.4

AR6 159.4 171.3 1.5 6.7
160.4 179.4 2.4 4.3
159.9 175.3 1.9 5.5

AS6 146.2 177.5 14.5 23.
141.3 162.5 9.1 28. f
143.8 170.0 11.8 26. !

BR7 163.5 191.8 5.1 6.9
163.1 190.5 5.1 11.4
163.3 191.1 5.1 9.1

BS7 150.4 168.9 14.0 32.8
147.2 171.8 11.3 33.1
146.8 170.4 12.7 33.0

CR7 161.1 175.6 1.6 5.4
157.3 167.6 3.0 8.6
159.2 171.6 2.3 7.0

CS7 145.6 175.3 14.1 27.5
143.0 166.9 10.3 33.5
144.3 171.1 12.2 30.5

Nominal 124 180 16 20

. ........
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Figure 12. Tensile Strengths of Udimet 700 at 1200*F Following
Thermal Processing (STA), Conventional TMP by Cold
Rolling (R; 19. 1% Reduction), and Shock TMP (S; 527 kbar)
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Table 13. Percentage Change in 1200*F Tensile Properties of

Udimet 700 Due to Shock or Conventional TMP Relative
To Full Heat Treatment

Comparison Schedule 0. 2% YS UTS Elong. R. A.

A6 +65 +38 - 46 - 14R-STASTA (%) B7 +68 +50 + 46 + 42
C7 +64 +35 - 34 + 9

A6 +48 +34 +237 +309
S-STA (%) B7 +51 +34 +263 +416

C7 +49 +35 +249 +377

A6 -10 - 3 +521 +376
S- M (%) B7 -10 -11 +149 +263

C7 - 9 0 +450 +336

An interpretation of TMP strengthening, either by cold rolling
or shock loading, is impossible at this time. Nevertheless, some
comments on this subject are in order. As suggested in Section 5.1,

only about one-half of the strengthening is thought to be due directly
to the interaction of dislocations with the prior deformation sub-.

structure. In addition, the y' particle size ;n the STA condition is about
twice that in material processed according to schedule A6 since the y'
aging step is absent in the latter instance. Thus, one could reccncile

part of the strength difference between STA and A6 in terms of the y'
size difference. However, when one considers the fact that the size

of the y' is approximately the same after STA, B7, and C7 processing,

while the strengths of A6, B7, and C7 exceed that of STA by nearly the

same amount, then this explanation seems untenable. Tentatively, this

investigator contends that the TMP strengthening is attributable to the

presence of a deformation substructure which is equilibrated to some

extent by thermal recovery at the lower aging temperatures and further

stabilized by the nucleation of a fine M23C 6 carbide on the dislocations of
the recovered substructure. That this carbide can and does nucleate

on dislocations in nickel-base alloys has been shown by other investi-

gatorsZ3-'5 Conceivably, other factors, such as a variation of

coherency strain due to the presence of the substructure, or the sub-

structure hardening of the y' precipitate itself, could provide some

contribution to the strengthening but the author is unaware of any sup-

porting evidence in this regard. Strengthening mechanisms such as
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solid solution hardening, anti-phase boundary energy, and stVcking-

fault energy are not expected to be sensitive to prior work.

For equivalent effective strains, using transient shock strain

as a comparison, shock TMP generally resulted in somewhat less

(0 to 11%) strength improvement over thermally processing than con-

ventional TMP. That a small difference exists, regardless of sign, is

not considered to be particularly significant at this time. In a sense,
the utilization of strain itself, and moreover, an equivalent generalized

strain, in the assessment of the -ffects of one type of deformation

process relative to another is rather arbitrary. Differing states of
stress and strain could have a bearing on the results. Not until sub-

structure information becomes available can a rigorous evaluation be

made of the relative contributions of strain rate and other factors to

strengthening. The most important point is that a reduction in thickness
of nearly 20% by cold rolling will produce roughly the same strengthen-

ing effect as a 527 kbar compressive shock. It is obvious that this

would not be true if the rolling strain were decreased by an o-der of
rragnitude to about 2%, a value which is then equivalent to the residual

shock strain -- a parameter that describes the actual dimensional

change undergone during shock wave propagation. In this case, then,

the magnitude of the shock-age strengthening relative to that achievable
through techniques involving quasi-static deformation can be taken as

being very nearly equal to the change in strength from the thermally
processed control material, On the residual strain basis, therefore,

shock TMP would appear to nave considerable potential for applications

where dimensional changes have to be kept to a minimum.

One would anticipate that an increase in strength due to TMP

would be accompanied by a decrease in tensile ductility. 19, 20 Indeed,

as seen from Table 13, this was true for conventional TMP except for

schedule B7 which yielded an increase in ductility of over 40%.
AlternativtAy, shock TMP led to a rise in total elongation of about 250%

for aHl three schedules, compared with normally heat treated control

material. Correspondingly, the areal reduction exhibited a 4- to

5-fold increase.

It seems reasonable to expect that microscopic flaws pree:xist

in the Udimet 700 sheet used in this study. For example, a number

of the massive precipitates appear to be cracked, presumably as a

result of the deformation required to achieve the 95-mil thickness.
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Consequently, the major contribution to the enhanced ductility probably

derives from the increased difficulty of crack propagation. Whether
the cracks are relaxed by preferential slip due to the presence of a

high density of short mobile dislocation segments, or whether the
cracks are blunted by, say, a fine dispersion of matrix M 2 3C 6 due to

nucleation on dislocations, is open to speculation. A major factor in
the large difference in ductility between conventional and shock TMP

could be the condition of the MC and M 3B2 precipitates. As can be seen
in Figure 14, those in the former material exhibited severe cracking

while in the latter, they remained relatively ,-tact. Such deterioration

was prevalent in all rolled material and absent in all shocked samples.
(Cracks are present in the large precipitates of the sample in Figure 10(a)

but are not resolved.) This illustrates another advantage of shock TMP,

An enhancement in fracture toughness induced by shock-aging is also

suggested.

The preceding observations and conclusions, including the
stress-rupture behavior presented in the next section, pertain to a
particular material, i. e. , Udimet 700 sheet received from the Stellite
Division, and to a particular heat treatment with temperatures and
times the same as those suggested as standard by Special Metals,

Inc. 36 Thus, the findings are self-consistent. Attention now is drawn
to the fact that the 1200°F tensile properties of solution treated and

aged Udimet 700 sheet do not conform to those quoted as nominal by
Special Metals, Inc. 36 This is evident from Table 12. The reasons

for this discrepancy are not fully understood. The heat treatment

schedule given by Kelley 3 5 for 30-mil sheet involves reductions in
solutionizing time and temperature and y' aging temperature. A rapid
air cool was specifically included as part of the solution treatment.

Since the composition of the 95-mil sheet fell within nominal limits

and since it was found initially that a 2150°F annual for 4 hours will
dissolve the Y', there seemed to be little reason to alter the standard

heat treatment, at least not until the conduct of optimization studies.

Since it was felt that the strength and ductility inadequacies were

related to the heat treatment, ti.e effect of a modification on tensile
properties was investigated. The parameters were changed from the

standard values given in Section 4. 1 to 2150"F/30 min. and

1950'F/4 hr., with the carbide and final ages remaining unchanged.

Also, the material was oil quenched from 2150°F. As predicted frc
the composition, solutionizing at 2050°F for 30 mmin., conditions sug-
gested by Kelley for 30-mil sheet, was found to be insufficient to dis-

solve the v' completely.

"2'"• _ g
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a. Cold Rolled to 19. 1% Reduction in Thickness: 50OX

b. Shock Loaded to 527 kbar; 50OX

Figure 14. Condition of Massive Precipitates in Udimet 700; History C.
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The tent.ile properties at 1200*F are given in Table 14 for the

modified A6 schedule (MA6) and the thermally processed control mate-

rial (MSTA). The strength of the latter comes within about 4% of

nominal values but the ductility is still low by an appreciable margin.

With the modified heat treatment, the average increase in yield stress

was about 50 ksi instead of 55 ksi typical of the standard schedule, and

in ultimate strength, 30 ksi instead of 45 ksi. However, it should be

noted that the yield and ultimate strengths which were used for compari-

son, were also higher by about 23 and 47 ksi. Thus, when alloy

strengthening is more pronounced, the effect of TMP tends to be lower.

This is in keeping with the suggestion that part of the strength enhance-

ment resides directly in substructure hardening; this mechanism plays

a smaller role the higher is the basic strength. Nevertheless, other

substructure-related effects appear to be retained.

Table 14. Tensile Properties of Udimet 700 at 1200*F Following Thermal

Processing (MSTI,), Conventional TMP (19. 1% Reduction), and

Shock TMP (527 kbar). Modified Heat Treatment. Mean
Values are Underlined

TMP 0.2% YS TITS Elong. R.A.
Schedule (ksi) s (Percent) (Percent)

119.8 174.4 6.3 12.2
MSTA 120.4 173.2 5.9 10.2

120.1 173.8 6.1 11.2

175.9 Z08.2 5.6 9.9

MAR6 177. 1 203.1 5.7 9.4
176.5 205.6 5.7 9.6

176.0 204.5 4.8 8.6

MAS6 169.2 201.2 7.6 10.2
173.1 z-0L.9 6.2 9.4

123.9 185.5 14.2 16.5

MSTA-2 121.3 176.3 6.3 10.7
122.6 180.9 10,2 13.6

Nominal 124 180 16 20

The percentage strength differences listed in Table 15 for the

m-odified TMP schedules are in good agreement with the strength
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increases of 37 arnd 20% for yield and ultimate strengths, respectively,
obtained by Blankenship and Gyorgak20 . They reported 1200"F yield
and ultimate values of 179 ksi and 219 ksi, respectively, for TMP
schedule A with 20% strain by hydrostatic extrusion.

Table 15. Percentage Change in 1200°F Tensiie Properties of
Udimet 700 Due to Shock or Conventional TMP Relative to

Full Modified Heat Treatment

ComparisorL 0. 2% YS UTS Elong. R. A.

R-MSTA +47 +18 -7 -14
MSTA

S-MSTA (%) +36 +17 +1 -16
MSTA

S - R (%) - 2 -1 +9 -2
R

Conventional TMP, using the altered heat treatment schedule,

produced a small decrease in the ductility parameters. Whereas
Blankenship and Gyorgak2 ° observed a 65% decrease in overall ductility,
the final values were still higher than those measured in the present
study. Changes similar to those resulting from the modified conventional
TMP schedule were measured after shock TMP which also incorporated
the modified solution treatment, although the total elongation was
marginally better than after thermal processing. At this stage of the

investigation, any interpretation of the relative effect of the standard
and modified shock-aging sctiedules on terminal ductility '.s subject to
the results of more detailec. studies.

The above work has disclosed, firstly, that in some circumstances
TMP can serve as a substitute for heat treatment when the conditions
are removed from those necessary to develop optimum properties, and
secondly, that TMP can lead to appreciable strength improvements
even when the thermal treatment parameters used would ordinarily yield
optimum properties.

The designation MSTA-2 in Table 14 corresponds to a second

heat of Udimet 700 from Stellite.

1 .
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5.4 Stress-Rupture Behavior

The stress-rupture life and ductility were measured at a tempera-

ture of 1200*F under a constant load corresponding to an initial stress

of 120, 000 psi. The results of the application of schedules A6, B7,

and C7, with a shock pressure of 527 kbar or rolling reduction of

19. 1%, were compared with fully heat treated material (standard heat

treatment).

Only one specimen has been tested for each condition thus far so

that the evaluation should not be considered complete. Nevertheless,

the:e seems to be little doubt from the data in Table 16 and the bar

graphs of Figure 15 that TMP has introduced a marked improvement

in rupture life. Moreover, shock-aging holds an advantage over con-
ventional TMP for schedules A6 and C7, while the difference is reversed

for schedule B7. The 50-fold increase in rupture life with schedule

AS6 compares more than favorably with the 9-fold increase obtained by

Blankenship and Gyorgak2 ° for the same schedule but with 20% hydro-

static extrusion. Similarly, the 15-fold increase with schedule CS7 is
greater than the 2-fold increase obtained by the above investigators

using the same schedule but again, with 20% extrusion. However, as

with the tensile data, it must be pointed out the base-line STA value of
S. 1 hours is much lower that the STA life of 429 hours measured by

Blankenship and Gyorgak2 . Of the three schedules examined, A6
20

appears to be the most promising, in agreement with previous work

Table 16. Stress-Rupture Properties of Udimet 700 at 1200*F and

120, 000 psi Following Thermal Processing (STA), Conventional

TMP (19. 1% Reduction), and Shock TMP (527 kbar)

TMP Rupture Life Elongation

Schedule (Hour) (Percent)

STA 5. 1 2.3

AR6 195.4 1.9

AS6 243.7 5.7

BR7 146.9 0. 5

BS7 45.1 0 8

CR7 45.2 1.6

CS7 73. 1 1. 6
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To the authors knowledge, only two investigations have dealt
with the creep behavior of shocked rickei-base alloys. In both studies,
the material was tested in the prestrained condition where aging, when
applicable, preceded shock deformation; neither involved aging after
shocking. Leverant and Kear 49 found that the dislocation substructure
generated by the propagation of a 250 kbar shcck wave through a
Mar-M200 single crystal was sufficient to eliminate the incubation
period for creep. This result, although interesting, has no direct
bearing on the present work. Studies by Harrigan" on a solid solution
alloy (Ni-20%Cr) and a y' precipitation-hardened alloy (Ni-18%Cr-4%AI)
showed that shock loading to 70 kbar reduced the creep rate of the
former material, but the effcc:ts on the latter tended to be deleterious.
The Udimet 700 examined herein also contained a y' precipitate when
shock loaded. Although the particle size varied, this was true irrespec-
tive of history. Thus, Harrigan's results suggest that the as-shocked
conditions AS, BS, and CS might exhibit rupture properties which are

inferior to that of the fully heat tre~rted material. On the other hand,
present data indicate that if Harrigan had further aged his Ni-Cr-Al

alloy after shock loading, he would not only have eliminated the
detrimental effects observed but effected substantial improvements in
creep properties.

A srudy of the factors responsible for the enhancement of stress-
rupture life by TMP and the effect of TMP on overall creep behavior
is planned.

pip
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6. SUMMARY AND CONCLUSIONS

The results of this investigatioi, and the conclusions drawn

therefrom may be summarized as follows.

1. Udimet 700 nickel-base superalloy can be successfully com-
pression shock loaded to 527 kbar, even when almost fully

ha.dened, without spallation and fracturu; the residual strain

corresponding to this shock pressure is only about 2% with the

type of loading system used.

2. A Hugoniot curve for a complex alloy can be constructed from
the H-Iugoniot data for the individual alloying constituents by the

summation of their fractional contributions according to atomic
composition; the shock velocity versus particle velocity relation

for Stellite Udimet 700 sheet is

U = 4. 913 + 1. 316u mm/ýisec.

3. Solution treated, or partially aged Udimet 700 exhibits the

expected strain hardening as a result of cold rolling or shock
loading, an effect which increases with increasing strain or

shock pressure. The appearance of slip bands in the former

and almost comtl-ete absence in the latter suggests that th'e
deformation substructure is on a much finer scale in the shocked

material.

4 This :trengthening effect is retained during subsequent aging

irrespective of whether the Udimet 700 is in the solution treated

or partially aged condition prior to defcrmation; also, the pre-

strain dependence of the strengthening remains positive.

5. The room temperature strengthening of Udimet 700 (as measured

by hardness) due to shock TMP is normally less than that due

to conventional TMP for a rolling reduction equivalent to the

t.-ansient shock strain; on a residual shock strain basis, how-

ever, shock TMP produces a substantial increase in strength

over conventional TMP for high shock pressures.

6. Both conventional and shnck TMP at the 20%0 strain level generate

a substantial increase in the 1200*F yield and ultimate strengths
of Udimet 700.

-low
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7. When the thermal treatment parameters of the TMP schedules

are such that tensile strengths producod by thermal processing

alone are below optimum values, the conventional '£MP reduces

tensile ductilities at 1200°F; conversely, shock-aging leads to

ductility increases ranging from about 200 to over 400%. If the

heat treatment variables are modified to yield nearly nominal

strengths by thermal processing, then relatively little change in

1200°F tensile ductility appears to accompany the strength

increases due to conventional or shock TMP.

8. Both conventional and shock TMP at the 20% strain level produce

appreciable increases in the 1200°F/120 ksi stress-rupture life

of Udimet 700. For two out of three schedules examined, shock

TMP proved superior to conventional 'I'MP. For example,
schedule AS6 (21500°F/4hr. + 527 kbar shock + 1550°F/24 hr.

+ 1400°F/16 hr.) resulted in almost a 50-fold improvement in

life, from 5 hour fo: thermally processed material to 244 hour
for shock-aged specimens.

9. Cold working by rolling fractures the massive precipitates

(MC and M 3B 2 ) present in Udimet 700 while compression shock

loading results in little detectable deterioration. This is thought

to oe responsible, at least in part, for the large discrepancy in
ductility observed between conventionally and shock processed

material.

10. Cold working by rolling in the solution treated condition results

in the formation of a cellular precipitate in Udimet 700 during

subsequent aging at 1975°F for 4 hour; this kind of micro-

structural instability was not detected when shock loaded mate-
rial was similarly aged.

11. The aging of Udimet 700 at 1975°F for 4 hour after deformation

by rolling or shocking in the solution treated condition tends to
randomize the distribution of matrix y' and to change its shape
from the common cuboidal form to a mo-e spheroidal geometry.

12. An analysis of the data suggests that one can tentatively
attribute about 50% of the strengthening of Udimet 700 by TMP
directly to the deformation substructure. The remainder is

postulated to be due to the presence of a fine M2 3C 6 precipitate

nucleated at matrix dislocations.

lo

f ,-I,
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13. When the effects on mechanical properties and microstracture,

and the small dimensional changes incurred during shock loading
are taken into consideration, it can be concluded that thermo-

mechanical processing utilizing shock deformation is superior
to conventional TMP. Due to the small residual shock strains,

one particular advantage of such a shock-aging process is its
potential for strengthening normally solidified and unidirectionally

solidified castings, powder compacts, forgings, etc., when

little dimensional change can be tolerated before final sizing is

efected.

/i
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7. AREAS FOR FURTHER STUDY

The potential of thermomechanically proceesing Udimet 700 by

utilizing shock deformation as the mechanical working step has been

clearly demonstrated. The next phase of the study which is presently

underway includes the optimizatio" of TMP parameters, the determina-

tion of the maximum temperature at ¢vhich TMP strengthening can be

considered effective, the assessment of microstructural stability, an

evaluation of properties c,4 er than tensile and creep which could benefit

from shock TMP, ard the establishment of the mechanisms wh;ch con-

tribute to the improvement of properties. This last factor is extremely

important to the prediction of which alloys would benefit most from

TMP, and shock TMP in particular.

It is known that the low coherency strain associated with y' in

Udimet 700 does not favor its nucleation at dislocations. Accordingly,

future plans include the investigation of shock aging of an alloy con-

taining a Ni 3Nb precipitate which has a greater mismatch with the

matrix and has been observed to form on line deiects. Inconel 718 was

selected for this purpose.

In addition, plans are being formulated to examine the application

of shock TMP to other alloy systems.
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